4

' ELECTRICAL RESEARCH AND DEVELOPMENT ASSOCIATION

P. B. 7680, ERDA Road, Makarpura Industrial Estate, Vadodara-390 010, India. Gram : ELECSEARCH
EPABX :+91 (0265) 2642042, 2642964, 2642377, 2642557, 2635300, 2635253, 2657784, 2657785,
Fax  :+91 (0265) 2638382,

E-mail :erda@erda.org, dir@erda.org , ad@erda.org

N9 1436700

-~

TEST REPORT SHEET 1 of 2
NAME & ADDRESS OF CUSTOMER | REPORT No .02/11/1815
B IS " | DATE - 16-02-06
Altana Electrical Insulation CUSTOMER REF No Nil
Beck India Ltd., N DATE 03-02-06
147, Mumbai-Pune Road - DATE OF SAMPLE DATE OF TESTING
Pimpri RECEIPT '
PUNE 411 018 08-02-06 10-02-06

EAMPLE DESCRIPTION

'Epoxy sample

Name of product; Beck Bond SLF 36 EI

INDENTIFICAITON NO

ERDA’'s SAMPLE CODE No. ISDEWO 0036189

TEST DETAILS TEST SPECIFICAITON
S{r. No. Cl. No. Test pafﬁiculars
1. -- Dielectric strength IEC-243-1-1988
2. - Volume resistjvit’y IEC 60093-1980
' ' CHEKEED BY

PREPARED BY

APPROVED BY

Note 1.
at ERDA.

This report relatias only to the particular sample received in good condition for testing

2. This report cannct be reproduced in part under any circumstances

3. Publication of this report requires prior permissioh in writing from Director, ERDA




N9 1435913

ELECTRICAL RESEARCH AND DEVELOPMENT ASSOCIATION
P. B. 760, ERDA Road, Makarpura Industrial Estate, Vadodara-390 010, India. Gram : ELEGCSEARCH
EPABX : +91 (0265) 2642942, 2642964, 2642377, 2642557, 2635300, 2635253, 2657784, 2657785,
Fax 1 +81 (0265) 2638382. *

E-mail : erda@erda.org , dir@erda.org , ad@erda.org .

REPORT Neo  :1.02/11/1815 DATE: 16-02-06 SHEET No. 2 of 2
Sr. Cl. No. Testparticulars, Requirement as  Obtained Remarks
No. T per specification  value
1. - Dielectric strength, ac - 134 -
(short time) test in oil at
RT (27°C), kV/imm |
2. - Volume resistivity in air at, - 1.52 x 10" -
27°C, Q-cm '
Applied voltage: 500 V (DC)
Time of elecirification: 60 s
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